VC America, Inc.

sales@vcamerica.com
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4-(0.30)
METALLIZ8D)
NOTHS :
¥0.20+0.05
1. MATERIAL : NA-311B/BLACK/Al2 03 (90%MIN. |
2. CAMBBR : *30.00 MICRON MAX. T.B.D.
3. PLATING THICKNESS:
MP -21 BLECTRO N1 : 1.27 ~ 8.89 MICRON.
MP-12 1R0.20) BLBCTRO Au 0.70 ~ 1.20 MICRON.
VP11 cpoo /4. CONNHCTION:
(#3-a). [#1-b-c), (#2-#4-5/R)
Ag-Cu BRAZLD SHAL _RING 5. ¥ MARK TO BB MATERIAL DIMBNSION.
CP-2 6. DXPOSURE OF CHRAMIC SURFACE AND METALLIZED PATTERN
e — L~ CcP-1 OCCURRED BY MISALIGNMENT OF THE UPPER LAYBR. SHALL BE ALLOWHD.
7 7. THICKNESS OF BUMP ARBA SHALL BE 40.00 MICRON MIN.
[R0.30) INCLUDE MP-11,12.
CP-1 S. EEE PART TO BE SHOWN AS SIDE METALLIZED PATTERN.
MP-101 DETAIL A 9. SHALING MHETHOD OF THIS PRODUCT SHALL BB SHAM WHLD.
(4 PLCS.)
TOLERANCE RAVISION | SBE ATTACHED BXCHPTIONS SHEET. TITLe
>?¢>< +19% SCALE | DIMENSION | PROJECTION [CUSTOMER DWG NO RBV. 50><32 X’TAL
xoxoxe NLL.T.10.13 25 11 mm 3rd
NG, PART NO. REIV.
VATERIAL APPROVHD CHBCKED BNGRG CHHECKED DHES1GNHED 85032XTAL3 O
S0uMIN.AL03 | Shigetomi| Koilke Ohba Kumura Sugi DWG NO. SHT/0F
INA-311B BLACK) | Mar.25.03|Mar.25.03|Mar.25.03| Mar.25.03| Mar.25.03 %3
T T o, o
1 3 A 5 6 <& Svmiteme Metal (S Elecironics Devices lnc.
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